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ABSTRACT
Single crystal blades used in high pressure turbine bladed

disks of modern gas-turbine engines exhibit material anisotropy.
In this paper the sensitivity analysis is performed to quantify the
effects of blade material anisotropy orientation on deformation
of a mistuned bladed disk under static centrifugal load. For a
realistic, high fidelity model of a bladed disk both: (i) linear,
and (ii) non-linear friction contact conditions at blade roots and
shrouds are considered. The following two kinds of analysis
are performed: (i) local sensitivity analysis, based on first or-
der derivatives of system response w.r.t design parameters, and
(ii) statistical analysis using polynomial chaos expansion. The
polynomial chaos expansion is used to transfer the uncertainty in
random input parameters to uncertainty in static deformation of
the bladed disk. An effective strategy, using gradient informa-
tion, is proposed to address the “curse of dimensionality” prob-
lem associated with statistical analysis of realistic bladed disk.

ABBREVIATIONS
LSA Local Sensitivity Analysis
GSA Global Sensitivity Analysis
CS Coordinate System
FE Finite Element
PCE Polynomial Chaos Expansion
MCS Monte Carlo Simulation
gradPCE gradient based Polynomial Chaos Expansion
CP Collocation point
STD Standard deviation

NOMENCLATURE
α,β ,ζ Crystal anisotropy angles
σσσ Cauchy stress tensor
εεε Strain tensor
SSS Material Compliance matrix
EEE Material Elasticity matrix
TTT Coordinate transformation matrix
KKK Global stiffness matrix
kkke Element stiffness matrix
rrr Rotation vector defining crystal axis
FFFnln Non-linear force vector
PPP Static force vector
ξ Random variable
y Stochastic function
n Dimension of random space
p Order of polynomial chaos expansion
ψ Polynomial basis function
ρ Probability density function

1 INTRODUCTION

1.1 Background and motivation

The prediction of deformation and stress fields of bladed
disks under various mechanical and thermal loads is a challeng-
ing task in the design of gas turbine engines. The response of
these structures to static and dynamic loading is dependent on
multitude of geometric, material and loading parameters. The
values of some of these parameters are uncertain especially when
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taking into account the varying operating conditions of a gas
turbine engine. To ensure the safe operation of the gas turbine
engine, it is essential to assess the deformation of the structure
accurately in presence of the uncertainty in input design param-
eters.

The nickel–based–alloy blades in high pressure turbine
stages of modern gas turbine engines are often monocrystalline
and the crystallographic orientation of the monocrystal influ-
ences the mechanical properties of the blades[1]. The scatter in
crystal orientations due to inaccuracies in manufacturing process
of single crystal blades results in the scatter in material proper-
ties of the blades. For designing a robust bladed disk, it is vital
to quantify the effects of uncertainty in crystal orientations on
deformation of the structure under different operational loads.

For a mistuned bladed disk, where blade properties has scat-
ter due to unavoidable inaccuracies in manufacturing, signifi-
cant difference in displacements and stresses between individual
blades in a bladed disk is possible. To maximize the efficiency
of gas-turbine engines, clearance between the blades and turbine
casing must be minimized to reduce tip leakage. Modern gas-
turbine engines use an abradable material seal which allows the
formation of an optimal gap between blades and casing during
the initial runs. Even though this technique has proved to be
effective in minimizing the radial gap, there are two main con-
cerns associated with it: (i) the possibility of the abradable ma-
terial sticking to the blades, thereby, inducing turbulence in gas
flow, and (ii) the phenomenon of blade wear due to friction be-
tween blades and abradable material [2]. However for a mistuned
bladed disk with significant scatter in blade mechanical proper-
ties, each blade will have marginally different radial elongation
which then precludes the possibility of creating an optimal gap.
In this case, the blade with largest radial elongation will deter-
mine the amount of abradable material removed, thereby, creat-
ing a suboptimal tip-casing gap for other blades in the bladed
disk.

To minimize the amount of abradable material removed and
to maintain optimal tip-casing gap for all blades, there is a need
to quantify the scatter in static deformation of bladed disks due
to scatter in material properties of the blades.

Few investigations on the effects of blade material
anisotropy orientation on different properties of the blades are
available in the literature. Kaneko [3], Manetti et. al. [4] and
Wen et. al. [5] investigated the effects of variation in crystal ori-
entation on natural frequencies of blades. In his study, Kaneko
[3] used a plate geometry to model the blade and the results indi-
cated that the variations in three orientation angles, defining the
crystal orientation, has different effects on natural frequencies of
the blade. Savage [6] investigated the effects of crystal orienta-
tion on elastic stresses in single crystal blades. While Arakere et.
al. [7] investigated the effects of crystal orientation on fatigue life
of bladed disk, Weiss et. al. [8] investigated the effects of crys-
tal orientation on the life time of monocrystal blades determined

by the low-cycle fatigue and creep damages using probabilistic
finite element analysis based on Monte-Carlo-Simulation (MCS)
techniques.

The aim of sensitivity analysis is to obtain a measure of out-
put variation with respect to system input parameter variations
[9]. While a limited number of literature dealing with sensitivity
analysis of bladed disks in gas turbine engines is available, sen-
sitivity analysis of static deformation of bladed disks w.r.t scat-
ter in material anisotropy orientation of single crystal blades are
not available. Petrov [10] derived analytical expressions for first
and second order sensitivity derivatives, w.r.t parameters of fric-
tion contact interface, frequency and level of excitation forces
for non-linear forced response of a structure. In Ref.[11], he
used sensitivity derivatives to calculate uncertainty ranges and
stochastic characteristics of forced response for nonlinear vibra-
tions of bladed disks with friction and gap contact interfaces.
Panunzio et. al. [12] used polynomial chaos expansion (PCE) to
study the effects of uncertainty in tip-casing gap on non-linear
normal modes of turbine blades. Considering the modal stiffness
of blades as random variables, Sinha [13] obtained the statistics
of forced response for mistuned bladed disks using PCE.

The sensitivity analysis could be generally divided into two
groups; (i) local sensitivity analysis (LSA), and (ii) global sensi-
tivity analysis (GSA). The aim of LSA is to calculate sensitivity
coefficients, i.e. first or higher order derivatives of response with
respect to design parameters, at a chosen point in the domain
of variation of the design variables. GSA studies the variability
of system response w.r.t variation in design parameters and their
higher order interactions over the entire domain of variation of
the design variables.

A study of available literature on LSA shows that follow-
ing approaches have been used to evaluate the derivatives: (i)
finite difference method [14]: which is easy to implement but
suffers from high computational cost, (ii) direct differentiation
method: which offers high accuracy at low computational cost,
(iii) adjoint differentiation method: which uses Lagrange multi-
plier to simplify the calculation of derivatives [15] and (iv) semi-
analytical method: which reduces the complexity in implementa-
tion associated with direct and adjoint method by allowing some
of the derivatives to be evaluated using finite difference [16].

The objective of GSA is to quantify the variation in system
output w.r.t to variations in input parameters over the domain of
variation. Monte Carlo simulation (MCS) [17], variance based
decomposition [18], stochastic finite element method [19], poly-
nomial chaos expansion [20] are some of the methods available
to perform GSA. MCS is a sampling based technique which re-
lies on multiple executions of the numerical model to generate
a mapping between random input parameters and model out-
puts. The accuracy of MCS is proportional to the square root of
the number of realizations used to characterize the stochastic re-
sponse, and therefore, computationally inefficient especially for
analysis of mistuned bladed disks where non-linearities due to
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friction contacts are included.
As a tool for uncertainty quantification of dynamic systems,

PCE has been studied extensively [21, 22]. The main feature of
PCE is the decomposition of output response into a linear com-
bination of deterministic and stochastic components. The com-
putational effort in obtaining PCE is associated with calculation
of coefficients in the expansion based on finite number of real-
izations of deterministic FE model of the bladed disks.

2 OBJECTIVE AND SCOPE
In this paper the effects of scatter in crystal orientation of

single crystal blades on deformation and stress fields of realistic
bladed disks under static centrifugal load are investigated. Sen-
sitivity of displacements and stresses based on first order deriva-
tives for linear and non-linear bladed disks with friction contacts
are calculated. The insight gained from sensitivity analysis is
used to device a strategy for efficient estimation of statistics for
stochastic response of mistuned bladed disk. The use of PC ex-
pansion as a computationally efficient alternative to MCS is in-
vestigated. A realistic bladed disk model for the following two
cases, (i) linear bladed disk and (ii) non-linear bladed disk, are
used for the investigation. The improvement in computational
efficiency associated with the use of gradient values in calculat-
ing PC expansion coefficients and its influence on convergence
of statistical characteristics are investigated.

FIGURE 1: Geometry of (a) full bladed–disk & (b) a single blade
showing crystallographic axis orientation.

3 ANALYSIS METHOD

3.1 Modelling of bladed disks with anisotropic blades
Fig. 1a shows a realistic bladed disk model with 75 blades

having random crystal orientations. The rotation of crystal axis is
represented by coordinate system (CS) rotation, defined by three
angles, α,β and ζ as shown in Fig.1b

The elastic stress–strain relationship for orthotropic materi-
als is given by Eq.(1)

{εεε}= [SSS]{σσσ} (1)

where, σσσ and εεε are stress tensor and strain tensor in the crystal
CS and the material compliance matrix, [SSS], expressed in the CS
coinciding with the material anisotropy axes is written as:

[S][S][S] =
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(2)

where, ν is Poisson’s ratio, E is Young’s modulus and G is shear
modulus.

In order to perform FE analysis of a bladed disk, the stress-
strain relationship (Eq.1) has to be transformed in a global CS.
The coordinate transformation for stresses in crystal coordinate
system to stresses in global CS is given by Eq.(3)

{σσσ ′}= [TTTσ ]{σσσ} (3)

Similarly, strains could be transformed:

{εεε ′}= [TTTε ]{εεε} (4)

where, σσσ ′ and εεε ′ are stresses and strains in global CS, [TTTσ ]
and [TTTε ] are transformation matrices for stress and strain respec-
tively. These matrices are formed from direction cosines of blade
anisotropy CS while allowing for orientation of blade stacking
axis in the bladed disk. From Eqs.(1), (3) and (4), the compli-
ance matrix in global CS could be written as in Eq.(5)

[SSS′] = [TTTε ][SSS][TTTσ ]
−1 (5)

Similarly, the elasticity matrix is given by Eq.(6)

[EEE′] = [TTTε ][EEE][TTTσ ]
−1 (6)

For non-linear static problem, the solution is obtained by solving
the governing equation of the bladed disk:

KKK(rrr j)xxx+FFFnln(xxx) =PPP, j = 1, . . . ,NB (7)

where, rrr j =
{

rx,ry,rz
}

is the rotation vector defining the orienta-
tion of crystallographic axis of jth blade in the bladed disk, NB is
the number of blades in the bladed disk, FFFnln(xxx) is the vector of
non-linear internal forces, PPP is the vector of static external forces

3 Copyright c© 2018 by ASME



and the global stiffness matrix, KKK of the bladed disk is obtained
by assembling the element stiffness matrices kkke:

kkke =
∫

V e

BBBTEEE′BBB dV e, e = 1, . . . ,Nel (8)

where, BBB is the strain-displacement matrix , V e is the element
volume and Nel is the total number of elements.

Eq.(7) is solved using Newton-Raphson iteration method:

xxxk+1 = xxxk +JJJ (KKKxxxk +FFFnln(xxxk)−PPP) (9)

where JJJ =
(

KKK + ∂FFFnln
∂xxx

)
is the Jacobian of Eq.(7) and xxxk, xxxk+1 are

the approximate solutions obtained at kth and (k+ 1)th iteration
respectively. The iterative process terminates when the solution
reaches sufficient accuracy, ε; for e.g. when ||xxxk+1−xxxk||< ε .

3.2 Calculation of displacement sensitivities
The equation for displacement sensitivity corresponding to

jth blade anisotropy is obtained by differentiating Eq.(7) w.r.t
anisotropy orientation vector, rrr j:

∂KKK
∂rrr j

xxx+KKK
∂xxx
∂rrr j

+
∂FFFnln

∂xxx
∂xxx
∂rrr j

= 0 (10)

rearranging terms in Eq.(10):(
KKK +

∂FFFnln

∂xxx

)
∂xxx
∂rrr j

= JJJ
∂xxx
∂rrr j

=− ∂KKK
∂rrr j

xxx∗, j = 1, . . . ,NB (11)

where xxx∗ is solution vector obtained by solving Eq.(7), ∂xxx/∂rrr j is
the required sensitivities and NB is the total number of blades in
the bladed disk.

The sensitivities of the element stiffness matrix w.r.t crystal
orientation is calculated from Eq.(12)

∂kkke

∂rrr j
=
∫

V e

BBBT ∂EEE′

∂rrr j
BBB dV e (12)

The sensitivities of element stiffness matrix is assembled using
conventional FE assembling procedure to obtain the sensitivi-
ties of global stiffness matrix, ∂KKK/∂rrr j, in the right hand side
of Eq.(11). The Jacobian matrix, JJJ in Eq.(11) is evaluated while
solving Eq.(7), and hence, the computational cost involved in
calculation of sensitivities is kept to minimum. The sensitivities
are calculated for all blades of interest in the bladed disk.

3.3 Polynomial chaos expansion

The idea behind PCE is to project the stochastic output
y(ξξξ ) in the n-dimensional random space spanned by mutually
orthogonal polynomial basis ψi(ξξξ ) which are functions of the
n-dimensional random variable ξξξ = {ξ1,ξ2, . . . ,ξn}. The output

function, which can be displacement, stress or modal character-
istics like natural frequency, could be expanded using PCE as
shown in Eq.(13)

y(ξξξ ) =
∞

∑
i=0

ciψi(ξξξ ) (13)

where, ci are unknown coefficients in the expansion that need to
be evaluated. For practical reasons, RHS of Eq.(13) could be
truncated by limiting the total degree of the basis terms to p, re-
sulting in a truncated PC expansion given by Eq.(14)

y(ξξξ )≈
P

∑
i=0

ciψi(ξξξ ) (14)

where, P + 1 = (n+ p)!/n!p!. The orthogonality of the basis
function w.r.t the probability distribution of the random variables
implies that the inner product of the function satisfy Eq.(15)

〈ψr(ξξξ ),ψs(ξξξ )〉=
∫
Ω

ψr(ξξξ )ψs(ξξξ )dµ(ξξξ ) = γnδrs (15)

where, γn are constants, δrs is the Kronecker delta and dµ(ξξξ ) is
the probability measure in the n-dimensional random space given
by Eq.(16) for statistically independent random variables

dµ(ξξξ ) = ρ1(ξ1)ρ2(ξ2) . . .ρn(ξn)dξ1dξ2 . . .dξn (16)

where, ρn is the probability density function of ξn. The choice
of basis functions in Eq.(13) is based on the probability distri-
bution of the random variables. Table 1 provides the choice of
polynomial basis for few probability distributions of the random
variables.

To calculate the unknown coefficients in PCE, point collo-
cation method is used. Using point collocation method, the er-
ror in approximation of stochastic is reduced to zero at selected
points, called collocation points (CPs), in the n-dimensional ran-
dom space. Enforcing the condition that the residual vanishes at
ξξξ 1, . . . , ξξξ N provides a set of N linear algebraic equations in ci,
i ∈ {0,1 . . . ,P}. When the number of realizations of the exact
model is greater than the number of coefficients in Eq.(13), then
the system of linear equations is overdetermined and is solved
using least squares approach.

3.4 PCE using gradient information.
The number of terms in PCE increases exponentially as

the dimension of random space increases, increasing the com-
putational cost. This problem is often referred in the litera-
ture as the “curse of dimensionality”. To address this curse-of-
dimensionality problem, the use of gradient values in evaluating
the coefficients of polynomial response surfaces for maximum
amplitude of vibrations in mistuned bladed disks was proved to
be very useful (see Ref.[23], [24]) For an n-dimensional random
space, the number of linearly independent equations obtained by
including gradient values is (1 + n) times the number of CPs
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where n is the number of random variables. Therefore, the min-
imum number of model realizations required to obtain the coef-
ficients in a polynomial approximation is reduced by a factor of
1/(1+ n). The gradient values of output function evaluated at
CPs are used to determine the coefficients of PCE:

ψ0(ξξξ 1) ψ1(ξξξ 1) . . .ψP(ξξξ 1)

∂ψ0(ξξξ 1)
∂ξ1

∂ψ1(ξξξ 1)
∂ξ1

. . . ∂ψP(ξξξ 1)
∂ξ1

...
∂ψ0(ξξξ 1)

∂ξn

∂ψ1(ξξξ 1)
∂ξn

. . . ∂ψP(ξξξ 1)
∂ξn

ψ0(ξξξ 2) ψ1(ξξξ 2) . . .ψP(ξξξ 2)

∂ψ0(ξξξ 2)
∂ξ1

∂ψ1(ξξξ 2)
∂ξ1

. . . ∂ψP(ξξξ 2)
∂ξ1

...
ψ0(ξξξ N) ψ1(ξξξ N) . . .ψP(ξξξ N)

...
∂ψ0(ξξξ N)

∂ξn

∂ψ1(ξξξ N)
∂ξn

. . . ∂ψP(ξξξ N)
∂ξn



·



c0

c1

...
cP


=



y(ξξξ 1)

∂y(ξξξ 1)
∂ξ1

...
∂y(ξξξ 1)

∂ξn

y(ξξξ 2)

∂y(ξξξ 2)
∂ξ1

...
y(ξξξ N)
...
∂y(ξξξ N)

∂ξn



(17)

where, ψ0(ξξξ 1), ψ1(ξξξ 1), . . . , ψP(ξξξ 1) are basis functions evalu-
ated at first CP, c0, c1, . . . , cP are deterministic coefficients in
the polynomial expansion, and y(ξξξ 1), . . . , y(ξξξ N) are exact values
of the output obtained by evaluations of mistuned bladed disk
model at CPs. ∂y(ξξξ i)/∂ξ j represents the gradient value of out-
put w.r.t jth random parameter evaluated at ith CP.

TABLE 1: Choice of basis functions

Distribution Polynomial Basis terms
Normal Hermite ψ0 = 1,ψ1 = ξ ,ψ2 = ξ 2−1,
N (0,1) ψ3 = ξ 3−3ξ ,

ψ4 = ξ 4−6ξ 2 +3
Uniform Legendre ψ0 = 1,ψ1 = ξ ,
U (−1,1) ψ2 = ξ 2−0.3333,

ψ3 = ξ 3−0.6ξ ,
ψ4 = ξ 4−0.8571ξ 2 +0.08571,

Exponential Laguerre ψ0 = 1,ψ1 = ξ −1,
ψ2 = ξ 2−4ξ +2,
ψ3 = ξ 3−9ξ 2 +18ξ −6,
ψ4 = ξ 4−16ξ 3 +72ξ 2−96ξ +24

For a multivariate output function, the polynomial basis are
obtained as tensor products of orthogonal polynomials for corre-
sponding univariate case. The dimension of the tensor product
increases exponentially with increase in number of random pa-
rameters, and therefore, increases the number of model realiza-
tions required. In this study, a cross truncation feature available
in Chaospy [25], a Python tool box for uncertainty quantifica-
tion, is used to truncate the full tensor product set, a-priori, by
ignoring some of the higher order interactions of variables in the
orthogonal basis set.

4 FE MODEL OF BLADED DISK
The developed methodology has been applied to the anal-

ysis of a finite element model of a realistic bladed disk. The
full model of the bladed disk is shown in Fig.1a. The blades are
attached to disk using fir-tree root joints (Fig. 2b) and are con-
nected through shrouds. The disk is made of isotropic material
and the blades are made of single crystal material with face cen-
tred cubic structure. The axial and tangential degrees of freedom
for nodes on the rim of the disk are constrained. Ten-node tetra-
hedral elements are used to create FE model of the bladed disk
which has 0.5 million nodes. The FE mesh for the bladed disk is
shown in the Fig. 2a. While linear bladed disks has bonded con-
tacts at root and shroud, for non-linear bladed disks, face-to-face
penalty frictional contact elements are used to define the contacts
at root and shroud contact interfaces with friction coefficient val-
ues of 0.1 and 0.3 respectively. The total number of friction con-
tact elements in the FE model of the bladed disk is 17475. Cen-
trifugal load corresponding to the rotational speed of 8625 rpm
is applied. The FE analysis is performed using CalculiX [26],
which is an open source FE analysis package.

FIGURE 2: (a) FE mesh of bladed disk model and, (b) schematic
diagram of fir-tree root geometry

5 RESULTS AND DISCUSSION
5.1 Local Sensitivity Analysis

Based on first order sensitivity, the effects of scatter in crys-
tal orientation of blades on displacements and stresses in a mis-
tuned bladed disk with (i) linear contacts and (ii) non-linear con-
tacts at blade roots and shrouds are investigated.

5.1.1 Linear bladed disks. Models of linear bladed disks
are considered as a special case of the more general analysis
of non-linear bladed disks. The analysis performed for a lin-
ear bladed disk can provide valuable insights on the effects of
anisotropy axis orientation on deformation of bladed disk at very
low computational cost compared to that required for analysis of
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non-linear bladed disks. In a linear bladed disk the blade roots
and shroud contacts are assumed to be bonded contacts. Mis-
tuning is introduced by choosing the material anisotropy angles,
α , β and ζ , of each blade of the bladed disk randomly from the
probability distributions for these angles provided by the manu-
facturer. An example of the distribution of blade anisotropy an-
gles for all blades in the mistuned bladed disk is shown in Fig.3.
In this plot, the values of blade angles are normalized due to
confidentiality restrictions on the range of anisotropy angles ob-
tained from the industry.

For the case of tuned bladed disk, with anisotropy axis
aligned with blade stacking axis, and for mistuned bladed disk,
Fig.4 and 5 shows the sensitivity of displacements at node A
of blade#1 (Fig.1a) w.r.t anisotropy angles of all blades in the
bladed disk. While maximum value of displacement sensitivity
is obtained for tuned system, mistuning of bladed disks makes
more number of blades influential in terms of displacement sensi-
tivity. The sensitivity of blade displacements w.r.t the anisotropy
angles α and β are higher as compared to anisotropy angle ζ .
The sensitivity of axial displacement is higher which can be at-
tributed to the absence of additional constraints which are im-
posed by the shrouds on other displacement components such as
the tangential displacements. The sensitivity of displacements to
anisotropy angles of blades decreases gradually as the position
of blade gets farther from blade#1 in the bladed disk. It is clear
from Fig.5 that anisotropy angles of blades located far from a
considered blade shows little or no effects on the displacements
of this blade.

FIGURE 3: Normalized anisotropy angles for all blades in the
mistuned bladed disk

5.1.2 Non-linear bladed disks.To estimate maximum scat-
ter in blade displacements (worst case) due to material anisotropy
based mistuning, 250 different mistuning patterns are analysed
for non-linear and linear bladed disks. The displacements at
blade tip of all 75 blades are considered across different mis-
tuned bladed disks analysed. Table 2 shows maximum variation

in axial, tangential and radial displacements at blade tip. The dis-
placement components along axial and circumferential direction
shows significant variation w.r.t scatter in anisotropy orientation.
The maximum scatter of the blade displacements expressed in
percents of values obtained for a tuned bladed disk is smaller for
bladed disks with friction joints compared to bladed disks with
bonded contacts.

FIGURE 4: Sensitivity of displacements at tip node of blade#1
due to angle (a) α (b) β & (c) ζ in tuned linear bladed disk

FIGURE 5: Sensitivity of displacements at blade tip of blade#1 to
anisotropy angle (a) α (b) β and (c) ζ of all blades in a mistuned
linear bladed disk
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For mistuning pattern as shown in Fig. 3 the scatter in dis-
placements at blade tip of individual blades in the bladed disk is
shown in Fig.6. For the non-linear bladed disks studied, the vari-
ation in displacements along axial, circumferential and radial di-
rection are 12%, 14% and 2.5%. Comparing with the variations
of the linear bladed disk analysed, we can see that the scatter of
displacements for the linear bladed disk are larger with respective
values for axial, circumferential and radial displacement being
18%, 33% and 5%. The magnitude of blade displacements for
non-linear bladed disk are higher compared to that of the linear
bladed disk having the same mistuning pattern.

TABLE 2: Scatter of blade tip displacements based on 250 dif-
ferent mistuning patterns

Displacement Displacement Maximum
component (mm) scatter (%)

non- non-
linear linear linear linear

Axial Max. 0.3935 0.4107 84.4 18.3
Min. 0.2134 0.3471

Circumferen- Max. 0.1798 0.3282 110.9 20.6
tial Min. 0.0853 0.2722
Radial Max. 0.6550 0.7794 7.2 3.1

Min. 0.6107 0.7560

FIGURE 6: Displacements at blade tip of all blades in (a) radial
(b) tangential & (c) axial direction in a mistuned bladed disk

The sensitivity of axial displacement w.r.t crystal orientation
of blades is higher compared to that of tangential and radial com-
ponents. As an example, the axial displacement and their sensi-
tivities over the whole FE model of the bladed disk are displayed
in Fig.7a for the mistuning pattern shown in Fig.3. The axial

displacements has small differences from blade to blade which
is not clearly discernible from the plot of displacements for the
full bladed disk (Fig.7a). In order to highlight the scatter in axial
displacements, zoomed view of several blades in the bladed disk

(a)

(b)

(c)

FIGURE 7: (a) Axial displacement and, its sensitivity to blade#1
anisotropy angles (b) α and (c) β in a mistuned bladed disk.
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is shown in the inset in Fig.7a which clearly shows small differ-
ences in the axial displacements between adjacent blades.

Sensitivities of axial displacement to anisotropy angles α

and β of blade#1 are shown in Fig. 7b and 7c respectively. While
the crystal orientations of a blade influence the displacements of
that blade and those in the immediate neighbourhood, its effect
is negligible for blades positioned farther in the bladed disk. The
sensitivity of axial displacement to anisotropy angle α is max-
imum at the leading edge towards mid-span of blade#1 and the
maximum sensitivity to angle β occurs at blade tip region. As
shown for the mistuned bladed disk studied and in general, the
magnitude of displacement and stress sensitivities to anisotropy
angles is maximum w.r.t anisotropy angle α . The sensitivity w.r.t
third anisotropy angle ζ is an order of magnitude smaller than
that of the first two angles.

The effects of variation in anisotropy angles of all blades in
the bladed disk on stresses at fir-tree root of blade#1 is shown in
Fig.8. Similar to the sensitivity of displacements in linear bladed
disk, the effect of anisotropy angle α is marginally higher than
that of β . It is evident that sensitivity of stresses to anisotropy
angles of all other blades except that of blade#1 is negligible.

FIGURE 8: Sensitivity of stresses at blade root of blade#1 to
anisotropy angle (a) α (b) β and (c) ζ of all blades in a mistuned
bladed disk

5.2 Statistical analysis

The possibility of using polynomial chaos expansion to per-
form statistical analysis of mistuned bladed disk with linear and
non-linear contacts is explored in this section. For this analysis
crystal orientation of nine blades, labelled in Fig.1a, are varied
resulting in a total of 27 anisotropy angles as random variables.

The choice of these nine blades is based on the following consid-
erations, (i) local sensitivity analysis (Fig.5) justifies the choice
of few blades in the immediate neighbourhood of the blade for
which the statistical characteristics are sought and, (ii) to reduce
dimensionality of the problem by limiting the number of random
variables. The PCE obtained for deformation of bladed disk is
compared for the two cases, when coefficients of expansion are
obtained from: (i) function evaluations and, (ii) function evalua-
tions and gradient values. The authors use the term “gradPCE” to
refer to polynomial chaos expansions when the expansion coeffi-
cients are evaluated from gradient values as well as function val-
ues at collocation points where as, henceforth, PCE will refer to
polynomial chaos expansion when the coefficients are evaluated
based on function values alone. The sampling of input parameter
space is based on Sobol sequences which are effective in explo-
ration of multidimensional space [27]. The present study uses
Chaospy [25] to obtain polynomial chaos (PC) based statistics.

5.2.1 Linear bladed disk.As a first step, for linear bladed
disk, considering only the first two anisotropy angles of blade#1
as random variables the effectiveness of PC expansion in ap-
proximating displacements of blade#1 is investigated. The orig-
inal variation in displacements are obtained from FE analysis of
bladed disks by varying the anisotropy angles α and β of blade#1
from 00 to 150 and 00 to 900 respectively. The variations ob-
tained for axial and radial displacement shows that displacements
are more sensitive to anisotropy angle α over the entire domain.
While the radial displacement is maximum for α equal to zero,
which is the case when orientation of crystal axis is close to the
blade stacking axis, the axial displacement is maximum for α

equal to 150.

PC approximations of second degree for displacements at
node A (Fig.1a) w.r.t the first two anisotropy angles of blade#1
in a mistuned bladed disk is shown in Fig.9. The expansion
coefficients in PCE and gradPCE are calculated from 10 and 6
evaluations of mistuned bladed disk respectively. It is clear that
the gradient based PC expansion provides a good approximation
over most of the domain for the original variation of displace-
ments obtained from FE model evaluations.

A PC expansion of degree 2 in terms of two random vari-
ables has 6 expansion coefficients. While the mean value of the
distribution of stochastic output function is given by the first co-
efficient, the sum of squares of all the coefficients except the first
gives the variance of the distribution. It is important to realize
that the same approximation obtained using PC, i.e. using mutu-
ally orthogonal polynomial basis of nth degree, could be obtained
by using monomials of the random variables of upto nth degree
as basis functions. PC expansion allows easy estimation of statis-
tical characteristics for the distribution of the stochastic output.
Polynomial approximations obtained using monomial basis will
necessitate additional steps such as MCS using this approxima-
tion to obtain the statistical characteristics.
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(a)

(b)

FIGURE 9: PCE and gradPCE approximations for (a) axial and
(b) radial displacement at blade tip of blade#1

Table 3 compares the values for mean and STD of blade#1
tip displacements obtained using PCE and gradPCE to those ob-
tained through MCS of 2850 evaluations of linear bladed disk
model. For linear bladed disk analysed, increasing the degree of
polynomial expansion from 2 to 3 provides no improvement in
the statistics obtained using gradPCE. For the case of PCE, in-
creasing the degree of PC expansion deteriorate the accuracy of
statistics obtained. This behaviour could be explained by consid-
ering the ratio of number of collocation points used to the num-
ber of expansion coefficients, referred to as oversampling ratio
(OSR) by Hosder et al.[28]. Compared to an over sampling ratio
of approximately two used for PCE of degree 2, OSR of nearly
one is used for PCE of degree 3. The more accurate statistics
from the former case, confirms the observation made by Hosder
et al.[28] regarding the better statistics obtained from PCE using
an OSR of value two.

Further reduction in computational cost is achieved by ig-
noring higher order interaction terms in the basis set of PCE.
Table 4 compares the statistics of displacements obtained using
PCE of degree two with full basis set and the truncated basis set
to results obtained using Monte Carlo simulation (MCS). For the
problem studied, sufficiently accurate statistics can be obtained
by using truncated basis set at a computational time as low as
one-third of that required when using a full basis set.

To build surrogate models using PCE the gradient values are
not needed, and therefore, the computational effort is spend only
in evaluating the displacements from the FE model of bladed
disks. For building the gradPCE based surrogate models addi-
tional computational effort is spend in calculating the gradient
values of displacements. When the computational time for FE
analysis is smaller than that required for calculating gradient val-
ues, as is the case for linear bladed disks, the advantage of using
only fewer number of model evaluations for gradPCE method
is offset by the additional time required for calculating gradient
values. Therefore, for linear bladed disk models gradPCE offers
no reduction in computational cost compared to PCE.

5.2.2 Non-linear bladed disk. The computational cost re-
quired for analysis of non-linear models are significantly higher
than those required for linear models. Therefore the use of surro-
gate models that can replace high fidelity computational models
is imperative. In this section, the statistical characteristics for
response of a non-linear bladed disk is obtained using PC.

PC expansion of degree two in terms of anisotropy angles
of the nine blades, shown in Fig.1a, as random parameters is ob-
tained for deformation of non-linear bladed disk. For both PCE
and gradPCE, truncated basis set is used, which results in the
reduction of the number of terms in the expansion from 406 to
55. Fig. 10 shows the convergence of standard deviation for dis-
placements at node A (Fig.1a), obtained from PCE and gradPCE,
w.r.t to the number of non-linear bladed disk models evaluated to
obtain the coefficients in the expansion.
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TABLE 3: Statistics for blade#1 tip displacements obtained from polynomial chaos expansion and MCS

Degree Number of Number of Displacement Mean Standard deviation
of PC coefficients evaluations component (mm) (mm)

expansion in PC grad-
expansion PCE PCE gradPCE PCE MCS gradPCE PCE MCS

Axial 0.2990 0.3023 0.3017 0.0214 0.0280 0.0208
2 55 40 120 Tangential 0.1405 0.1430 0.1442 0.0092 0.0095 0.0105

Radial 0.6396 0.6396 0.6394 0.0109 0.0068 0.0098
Axial 0.2999 0.3026 0.3017 0.0188 0.0361 0.0208

3 433 90 460 Tangential 0.1411 0.1435 0.1442 0.0112 0.0212 0.0105
Radial 0.6402 0.6398 0.6394 0.0093 0.0138 0.0098

TABLE 4: Statistics for displacements of blade#1 of a linear mistuned bladed disk

Type of Number of Number of Model Displacement Mean Standard deviation
PC coefficients evaluations of evaluation component (mm) (mm)

basis bladed disk time
(hrs) PCE MCS PCE MCS

Axial 0.3011 0.3017 0.0970 0.0208
Full 406 410 34 Tangential 0.1446 0.1442 0.0322 0.0105

Radial 0.6397 0.6394 0.0329 0.0098
Axial 0.3023 0.3017 0.0280 0.0208

Truncated 55 120 10 Tangential 0.1430 0.1442 0.0095 0.0105
Radial 0.6396 0.6394 0.0068 0.0098

For the non-linear bladed disk model gradPCE is used to cal-
culate the statistical parameters for scatter in displacements with
an accuracy of two decimal places. Table 5 gives the statistics
for displacements at blade tip of blade#1 in a non-linear mistuned
blade disk with random crystal orientations for 9 blades as shown
in Fig.1a. While the mean and standard deviation obtained using
PCE and gradPCE from 105 FE realizations have close corre-
spondence, the corresponding values obtain using 60 realizations
differ especially for standard deviation. For gradPCE, the num-
ber of linearly independent equations obtained is much higher
than the number of expansion coefficients, and hence, the statis-
tics obtained from PC are less dependent on the number of mis-
tuned bladed disk evaluated. Therefore, gradPCE requires less
model evaluations compared to that required for PCE and hence
reduces the computational cost involved in calculating mean and
standard deviation.

The proposed gradPCE method is shown to achieve fast con-
vergence for STD of displacements w.r.t model evaluations for
non-linear bladed disks analysed. Therefore, it reduce the com-
putational cost for calculating displacement statistics for non-
linear bladed disks from 271 hrs (105 model evaluations required
for PCE) to 185 hrs (60 model evaluations).

6 SOME IMPLICATIONS OF THE RESULTS
The analysis of non-linear bladed-disks based on several

mistuning patterns (Table 2) shows that a maximum displace-

ment scatter of 21% and 18% is possible in circumferential and
axial direction due to scatter in blade material anisotropy orienta-
tion. This underlines the need to account for displacement scatter
while determining clearance values for bladed disks in high pres-
sure turbine stages of gas turbines.

FIGURE 10: Standard deviation for displacements w.r.t number
of evaluations of mistuned bladed disk
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TABLE 5: Statistics for displacements of blade#1 for a mistuned non-linear bladed disk
Number of Model
coefficients Model evaluation

in PC evaluations time Displacement Mean STD
expansion PCE gradPCE PCE gradPCE PCE gradPCE

(hrs) (hrs) (mm) (mm) (mm) (mm)
Axial 0.3754 0.3747 0.0598 0.0162

60 155 185 Tangential 0.2946 0.2948 0.0376 0.0155
55 Radial 0.7766 0.7764 0.0091 0.0058

Axial 0.3757 0.3756 0.0126 0.0122
105 271 323 Tangential 0.2945 0.2945 0.0118 0.0109

Radial 0.7763 0.7763 0.0042 0.0042

In order to obtain the scatter in blade tip displacements
across all 75 blades in the bladed disk, 250 different linear and
non-linear mistuned bladed disks with random anisotropy angles
for all 75 blades were studied. The results from this study (see
Table 2) shows significant scatter in blade displacements over all
blades, for example, displacements in circumferential direction
have maximum variation of 110.9% & 20.6% for linear and non-
linear bladed disks respectively. On the contrary, while study-
ing scatter in displacements for one blade, the values for STD
in blade displacements obtained from statistical analysis based
on random anisotropy angles of only 9 blades indicates marginal
scatter (see Table 3 & 5). For instance, tangential displacements
have maximum variation of 6.9% & 3.7% for linear and non-
linear bladed disks respectively. This points to the importance of
accounting for randomness in anisotropy angles of all blades in
the bladed disk while performing the statistical analysis.

Sensitivities obtained from the LSA identify the anisotropy
angles that contribute significantly to variation in displacements
of a particular blade. Therefore, sensitivity analysis provides
valuable information that can be used to confine the scatter in
displacements within desired limits by controlling the parame-
ters in casting process of single crystal blades in order to limit
the scatter in certain anisotropy angle.

The scatter in blade displacements due to uncertainty in
anisotropy orientations will result in different shroud contact
conditions at different blades in the bladed disk which will in-
turn influence the dynamic properties of bladed disks, the extend
of which must be determined through further investigations.

7 CONCLUSIONS
Efficient methods for LSA and statistical analysis of mis-

tuned bladed disks with random blade material anisotropy ori-
entations have been developed. The local sensitivity analysis
method allows the efficient calculation of sensitivities for defor-
mation and stress fields in mistuned bladed disks w.r.t crystal
orientations of single crystal blades for the following two cases,
(a) linear bladed disks with bonded contacts and, (b) non-linear
bladed disks with friction joints at blade roots and shrouds.

The analysis was performed to obtain statistical characteris-
tics of bladed disk response using PC expansion.Two approaches
are used to address the curse of dimensionality problem which
are: (a) use of gradient values to calculate expansion coefficients
in PC and, (b) basis truncation for multivariate PC. It is demon-
strated that the use of gradPCE ensures faster convergence for
statistical characteristics of bladed disk response.

Numerical studies of realistic, high fidelity bladed disk mod-
els have been performed to demonstrate the efficiency of the pro-
posed methods. For linear bladed disks, the statistical charac-
teristics for deformation under centrifugal load, w.r.t scatter in
blade material anisotropy orientation, obtained from PC expan-
sion are compared with those obtained from MCS. The compari-
son shows good correspondence for the gradPCE which predicts
the mean and STD for displacements with sufficient accuracy.

For the non-linear bladed disks analysed it has been ob-
served that faster convergence for displacement statistics could
be obtained when gradient values are used to calculate polyno-
mial expansion coefficients, along with function values, thereby
reducing the computational cost significantly.
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